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EXPERIMENTAL

Test Facility

The facility is capable of testing 45 battery packs with

maximum of 10 cells electrically connected in series per

pack. Each pack has its own charge and discharge

power supply controlled by a computer which is pro-

grammed to satisfy the particular test requirements.

During testing each pack is scanned every 2.4 min to

compare data such as voltage, temperature and pressure

with programmed limits. If a parameter is out of limit

an alarm will be initiated and a message will be typed

out identifying the cell and parameter. The data is

recorded on a 132 mB disc drive and if requested can

be obtained in report form. The cell temperature during

a test is controlled by a recirculating cooler that circu-

lates a solution of water and ethylene glycol through a

cooling plate.

Cell Description

Six Air Force/Hughes recirculation design IPV nickel-

hydrogen flight cells manufactured by Hughes are

undergoing testing. Three of the cells contain 26 per-
cent KOH electrolyte (test cells). The other three

(control cells) are identical to the test cells except they

contain 31 percent KOH. Both the test and control cells
contain an equal number of components. The name

plate capacity is 48 Ahr. The cell is illustrated in fig-

ure 1. It consists of a stack of nickel electrodes, separa-

tors, hydrogen electrodes, and a gas screen assembled in

a non-back-to-back electrode configuration. In this con-

figuration electrodes of different types directly face each

other. The stack is packaged in a cylindrical pressure

vessel, with hemispherical end caps. This is made of
lnconel 718 and lined with zirconium dioxide which

serves as a wall wick. The components are shaped in a

pineapple slice pattern. The electrodes are cormected

electrically in parallel. The separators consist of two
layers of zircar, which extend beyond the electrodes to

contact the wall wick. Hence, the electrolyte which

leaves the stack during cycling will be wicked back.

The gas screens are polypropylene. The nickel electrode

consists of a dry sinter plaque containing a nickel screen

substrate which was electrochemically impregnated by

the alcoholic Pickett process [5].

Measurements and Procedure

For the experiment the quantities measured every
2.4 min for each cell during charge and discharge and

their accuracies are: current (±2.0 percent), voltage

(±0.001 percent), pressure (± I percent), and temperature

(-+1 percent). Charge and discharge ampere-hour capac-

ities are calculated from current and time. Charge to

discharge ratio (ampere-hours into cell on charge to

ampere-hours out on discharge) is calculated from the

capacities. Cell charge and discharge currents are calcu-

lated from the voltage measured across a shunt, using an

integrating digital voltmeter. Cell pressure is measured

using a strain gauge located on the cell dome. The tem-

perature was measured using a thermistor located on the

center of the pressure vessel dome. The thermistor is

mounted using a heat sink compound to insure good
thermal contact.

Prior to cell final hydrogen gas adjustment, the nickel

electrodes were positively charged, which results in a

0 psia hydrogen gas pressure. After completion of

acceptance testing the cells were discharged at the C/10
rate (4.8 A) to 0.1 V or less. The cells were shipped to

NWSC, Crane, Indiana, where they were stored at 10 *C

and trickle charged at C/200 for 31 days. After storage

the discharge ampere-hour capacity acceptance test was

repeated. The capacity was measured after charging the
cells at the C/2 rate (24 A) for 2.0 hr, then C/10 for

6 hr, followed by a 0.5 hr open circuit stand. The dis-
charge capacity was measured to 1.0 V at each of the

following rates: C/'2, C, 1.4 and 2 C.

Prior to undergoing cycle life testing the capacity
retention after a 72 hr open circuit stand (10 °C) was

measured for all cells. For the cycle life test the cells

were connected electrically in series to form a six cell

pack. The cycle regime was a 90 rain LEO orbit con-

sisting of a 54 rain charge at a constant 0.93 C rate

(44.7 A) followed by a 36 rain discharge at a 1.33 C

rate (64 A). The charge to discharge ratio was 1.048.

The depth-of-discharge was 80 percent of name plate

capacity (48 Ah). During the cycle life test the cooling

plate temperature was maintained at 10±2 *(2. Cell fail-
ure for ibis test was defined to occur when the discharge

voltage degrades to 1.0 V during the course of the
36 rain discharge.

RESULTS AND DISCUSSION

Storage Test

The nickel-hydrogen battery could undergo a planned or

unplanned storage due to delays prior to launch. What

effect will this have on performance? The influence of

storage (31 days, trickle charged at C,r200, 10 *C) on the
capacity of the 48 All IPV nickel-hydrogen flight cells

containing 26 and 31 percent KOH electrolyte is shown

in figure 2. The spread in the data indicate there is no



significantcapacitylossafter 31 days for either the

26 or 31 percent KOH cells.

Performance Test

A comparison of the average discharge voltage at 1.4C

rate (3 cells) as a function of time for the cells con-

taining 26 and 31 percent KOH was made and is shown

in figure 3. The voltage for the 26 percent KOH cells is

higher than for the 31 percent KOH ceils up to about an

82 percent depth-of-discharge. The discharge rate was

1.4C (67.2A) and the cell temperature was maintained at

10 *C. The ampere hour capacity for these cells is

shown in table I (1.4C, 10 *C). The capacity on the

average for the 26 percent KOH cells was about 10 per-

cent lower than the 31 percent KOH cells. This rela-

tively small decrease in initial capacity is traded for a

significant increase in cycle life. It should be noted that
the data in table 1 is for a 100 percent DOD. In an

actual application tile DOD will be much less, for

instance the DOD for Space Station Freedom will be

about 35 percent. At this DOD the portion of the curve

in figure 3 being operated at is where the cells

containing 26 percent KOH have a higher discharge

voltage, and still have adequate capacity reserve.

Cycle Test

The influence of LEO cycling at 80 percent DOD on the

end of discharge voltage for the 48 Ah IPV nickel-

hydrogen flight cells containing 26 percent KOH is

summarized in figure 4. After over 14 000 cycles there
has been no cell failure. The influence of cycling on

the end of charge pressure for the 26 percent KOH ceils

is shown in figure 5. The pressure increase on the

average is about 36 percent at cycle 10 634. The pres-
sure increase could be indicative of nickel plaque
corrosion which converts nickel to active material. The

increase in pressure will result in a shift i,a the

beginning of life state-of-charge versus pressure curve.

The influence of LEO cycling at 80 percent DOD on the

end of discharge voltage for the cells containing

31 percent KOH is shown in figure 6. All three cells

failed (cycle 3 729, 4 165, and 11 355). The failure

mode for each cell was characterized by degradation of

discharge voltage to 1.0 V. No cell failed due to an

electrical short. A comparison of the discharge curve at

the beginning and end of life for cell 1, which failed at

cycle 3 729 is shown in figure 7. This information also
shows a voltage degradation. For this cell the ampere-

hour capacity decrease was about 33 percent (I.4 C rate,

10 *C), for cell 2 it also was 33 percent and for cell 3 it

was 36 percent. The influence of cycling on the end of

charge pressure for the 31 percent KOH cells is shown

in figure 8. The pressure change can be correlated with

the discharge voltage change due to cycling. The pres-
sure increase for cell 3 at cycle 10 634 in 37 percent.

The pressure increase is about the same as for the

26 percent KOH cells which on the average was 36 per-

cent at this cycle. The three failed cells have undergone

teardown and failure analysis at Hughes Aircraft under a
NASA Lewis contract. The results of the DPA will pre-

sented by Hong S. Lim of Hughes at the 1991 IECEC

August 4-9, 1991.

The superior performance of the 26 percent KOH cells

compared to the 31 percent cells is in agreement with
boiler plate cell results reported previously [2,3]. it is

attributed to a crystallographic change of active material

[6]. Gamma NiOOH to beta in 26 percent KOH. Beta

nickel hydroxide has a lower capacity but longer life.

CONCLUDING REM ARKS

A breakthrough in the low-earth-orbit cycle life of

individual pressure vessel nickel-hydrogen battery cells

was reported. The cycle life of boiler plate cells

containing 26 percent KOH electrolyte was about

40 000 accelerated LEO cycles at 80 percent DOD com-

pared to 3 500 cycles for cells containing 31 percent

KOH. Results of the boiler plate cell test are in the

process of being validated at NWSC, Crane. Forty-eight

ampere-hour flight cells containing 26 and 31 percent

KOH are undergoing real time LEO cycle life testing at

an 80 percent DOD, 10 *C. The three cells containing

26 percent KOH have been cycled for over 14 000

cycles with no cell failure. All three cells containing

31 percent KOH failed (cycle 3 729, 4 165, and

1 I 355). They have undergone teardown and failure

analysis.
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TABLE I. - CAPACITY OF

HUGHES FLIGHT CELLS

CONTAINING 26 AND 31

PERCENT KOH ELECTROLYTE

Cell Capacity,"
A-hr

I 59.0

2 59.9

3 59.0

4 53.8

5 53.2

6 52.3

KOH

concentration,

percent

31

31

31

26

26

26

'Discharge at 1.4C rate, 10 *C.
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FIGURE I. - ILLUSTRATION OF HUGHES RECIRCULATION STACK INDI-

VIDUAL PRESSURE VESSEL NICKEL-HYDROGEN CELL.
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FIGURE 2. - EFFECT OF STORAGE ON CAPACITY OF 48 A-hr

HUGHES IPV NilH2 FLIGHT CELLS.

4



1'41\I0- o 31% KOH ELECTROLYTE

I _, <> 26% KOH ELECTROLYTE

_1,1

1.o I I I 1 1 I
10 20 30 40 50 60

DISCHARGE TIME, MIN

FIGURE 3. - COMPARISON OF HUGHES 48 A-hr IPV Ni/Tl2 FLIGHT CELLS CONTAINING
26% AND 311 KOH ELECTROLYTE,

CELL

NUMER

o 4

0 5

1.2 A 6

1.0
0 2 4 6 8 IO 12 14x703

CYCLE NUM_R

FIGURE 4. - EFFECT OF LEO CYCLING AT 80 PERCENT _D ON HUGHES FLIGHT

CELLS CONTA[NING 26 PERCENT KOH ELECTROL_E, 10 °C.

_3

1000

CELL

NU_ER

o 4

<> 5

900 -- ,, 6

70O

600
0 2 4 6 8 g 10 12

CYCLE NUMBER

FIGURE 5. - EFFECT OF LEO CYCLING AT 80 PERCENT IX)I)OH HUGHES FLIGHT CELLS

CONTAINING 26 PERCENT KOH.

I
14XIO3



1,2 m

1.1_
1.0

0.9 J
0 2 4 6 8 10 12x103

CYCLENUMBER

FIGURE 6. - EFFECTOF LEO CYCLING AT 80 PERCENTDODON

HUGHESFLIGHT CELLS CONTAINING 31 PERCENTKOHELECT-
ROLYTE, 10 OC.

1.4

_> 1.2

1.0

CELL 1, 1.zIC RATE

_:_ o BEGINNING OF LIFE

[ I I I °
10 20 30 qO 50

DISCHARGE TIME. MIN

FIGURE 7. - CELL VOLTAGE FOR HUGHES q8 A-hr IPV NI/H2
FLIGHT CELL CONTAINING 31 PERCENT KOH ELECTROLYTE.

I
60

CELL

1000 NUMBER

-- 900 0 2

N

_._ 8oo_

0 2 q G 8 10 12x103

CYCLE NUMBER

FIGURE8. - EFFECTOF LEO CYCLING AT 80 PERCENTI_D ON

HUGHESFLIGHT CELLS CONTAINING 51 PERCENTKOH.





NfL A Report Documentation PageNationalAeronauScsind
SOsce Administration

1. Report No. 2. Govemrnent Accession No.

NASA TM -104383

4. Title and Subtitle

Effect of KOH Concentration on LEO Cycle Life of IPV Nickel-Hydrogen
Flight Cells--An Update

7. Author(s)

John J. Smithrick and Stephen W. Hall

9. Performing Organization Name and Address

National Aeronautics and Space Administration
Lewis Research Center

Cleveland, Ohio 44135 - 3191

12. Sponsoring Agency Name and Address

National Aeronautics and Space Administration
Washington, D.C. 20546 - 0001

3. Recipienfs Catalog No.

5. Report Date

6. Performing Organization Code

8. Performing Organization Report Na.

E -6192

10. Work Unit No.

506-41-21

t 1. Contract or Grant No.

13. Type of Report and Period Covered

Technical Memorandum

14. Sponsoring Agency Code

15. Supplementary Notes

Prepared for the 26th Intersociety Energy Conversion Engineering Conference sponsored by ANS, SAE, ACS, AIAA,
ASME, IEEE, and AIChE, Boston, Massachusetts, August 4-9, 1991. John J. Smithrick, NASA Lewis Research

Center; Stephen W. Hall, Naval Weapon Support Center, Crane, Indiana. Responsible person, John J. Smithrick,
(216) 433-5255.

16. Abstract

An update of validation test results confirming the breakthrough in LEO cycle life of nickel-hydrogen cells containing 26
percent KOH electrolyte is presented. A breakthrough in the low-earth-orbit (LEO) cycle life of individual pressure

vessel (IPV) nickel-hydrogen ceils was reported. The cycle life of boiler plate cells containing 26 percent potassium
hydroxide (KOH) electrolyte was about 40,000 LEO cycles compared to 3500 cycles for ceils containing 31 percent

KOH. This test was conducted at Hughes under a NASA Lewis contract. The purpose for the contract was to investigate
effect of KOH concentration on cycle life. The cycle regime was a stressful accelerated LEO, which consisted of 27.5

minute charge followed by 17.5 minute discharge (2x normal rate). The depth of discharge (DOD) was 80 percent. The
cell temperature was maintained at 23 °C. The boiler plate test results are in the process of being validated using flight
hardware and real time LEO test at the Naval Weapons Support Center (NWSC), Crane, Indiana under a NASA Lewis

Contract. Six 48 Ah Hughes recirculation design IPV nickel-hydrogen flight battery cells are being evaluated. Three of

the cells contain 26 percent KOH (test ceils), and three contain 31 percent KOH (control cells). They are undergoing real
time LEO cycle life testing. The cycle regime is a 90-minute LEO orbit consisting of a 54-minute charge followed by a
36-minute discharge. The depth-of-discharge is 80 percent. The cell temperature is maintained at l0 °C. The 26

percent KOH cells have been cycled for over 14,000 cycles with no cell failure in the continuing test. However, all three
31 percent KOH cells failed (cycles 3729, 4165 and 11355).

17. Key Words (Suggested by Author(s))

Nickel hydrogen batteries
Alkaline batteries

Storage batteries

18. Distribution Statement

Unclassified - Unlimited

Subject Category 20

19. Security Classif. (of the report) 20. Security Classif. (of lhis page) 21. No. o_ pages 22. Price*

Unclassified Unclassified 8 A0 2

NASA FORM 1626 OCT 88 *For sale by the National Technical Information Service, Springfield, Virginia 22161

_' "_..ff(IEN!IOIt,_IY il_ PRECEDING PAGE BLANK NOT FILMED


